
Sample Lot; FBn1928K02D
Instrument; Concentricity Measuring
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PC side V-cone siden=310
Ave.=15.2μm
σn-1=3.4μm

n=312
Ave.=16.3μm
σn-1=4.1μm

n=277
Ave.=10.0μm
σn-1=4.5μm

n=271
Ave.=12.3μm
σn-1=4.4μm

Fig.-Results of concentricity measurement  Sample; Blank (before centerless grinding)

Concentricity
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Fig.-Results of concentricity measurement    Sample; Blank (after centerless grinding)
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